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Scanning tunneling microscope (STM) is a powerful technique to investigate topographic as well as 
electronic properties on functional organic molecules down to sub-molecular or atomic scale.

1-3
 We 

have recently studied the light induced on-surface photoswitch of a ditopic ligand consisting of 
bipyridine (bpy) terminal groups linked through photochromic central moiety diarylethene (DAE) and 
the polymerization of a ditopic ligand consisting of vinylphenyl and two octadecyloxy (vinyl-OC18). 
These molecules exhibit light induced reaction properties such as photochromic isomerization of DAE 
and [2+2] cyclo-addition of C=C.

4,5
 Bpy-DAE-bpy and vinyl-OC18 molecules have been allowed to first 

self-organize on surface then have been treated by the light irradiation. The different conformers or 
configurations from both systems, before and after shining light, were evidenced by STM at a sub-
molecular level at the solid/liquid interface.  

The DAE photochromic center, from 
bpy-DAE-bpy molecule, can switch 
reversibly between its open-(OF) and 
closed forms (CF) upon visible and UV 
light irradiation, respectively.

4
 The CF 

molecules show two kinds of density of 
states (DOS) patterns, (Figure 1a and b) 
representing the HOMO and LUMO, 
respectively. Reversible CF/OF photo-
switches are evidenced on the LUMO 
images at a sub-molecular level. The 
observed images are attributed to a 
combined electronic DOS as well as 
topographic contrasts. Density function 
theory calculation provides a theoretical 
comprehension to the observed 
HOMO/LUMO images and the DAE 
switches (Figure 1a and b).  

Next, we investigated the UV light 
induced photochemical [2+2] cyclo-
addition of C=C bonds of consecutive vinyl-OC18 molecules.

5
 The individual molecules can be 

resolved while the molecule self-organized on the sloid/liquid interface before polymerization (Figure 
1c). Furthermore, the surface was treated either by UV irradiation or by heating. It is clear that the 
disjoined triphenyl of vinyl-OC18 disappeared, instead, none-broken bright wires attributed to the 
linear polymer chains are visible covering the whole surface (Figure 1d).  

These observations demonstrate on surface photoswitch and polymerization reaction at a sub-
molecular level.  
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Figure 1 – STM images showing the self-organizations from 
bpy-DAE-bpy and vinyl-OC18, respectively.  
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